
 

Technical requirements: 
1. Air tightness of pipe seat: leakage rate ＜1×10-9 Pa.m3/s;
2. Bake at high temperature 350℃ for 2 minutes, no peeling off of gilded layer.

3. Finish：Ni 1-8μm+Au 0.8μm Min
0
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